
Skin Penetration Test  
Specimen: 41�  Soluble Collagen 

Preparation: 
1) 41�  Soluble Collagen conjugated with FITC 

2) Wistar Rat 

 

Procedure 

1) Remove hair from rat in back side. 

2) Mark square area for apply Collagen-FITC sample. 

3) Apply 70 microliter Collagen-FITC to square area of Rat A.  

4) Apply 70 microliter distill water to square area of Rat B as negative control.  

 

Tissue Fixation and Section 

1) Do not wash with water before cut the tissue in square area. 

2) Direct use OCT to embed skin tissue 

3) Frozen section 

 

Interpretation Result with Fluorescent Microscope 
 
(Picture A)  

 
1. SS = Skin Surface  
2. CF = FITC-Collagen 
3. Rat A, 60 minutes after smear FITC-collagen on skin surface (positive  

result), 200X.  
 

 



(Picture B) 

 
1. SS = Skin Surface  
2. CF = FITC-Collagen 
3. Rat A, 60 minutes after smear FITC-collagen on skin surface (positive  

result), 200X.   
 
 
(Picture C) 

 
1. SS = Skin Surface  
2. Rat B, 60 minutes after smear distill water on skin surface (Negative result),  

200X.   


